Roma 09/09/2008 

Prof. D. Proch

DESY, De

Dear Dieter,

please find below a short summary of the status of our work on single cells in preparation to the phone conference.

The situation is unfortunately not very satisfactory despite the precious, kindly offered help of all colleagues in DESY, Saclay and recently CERN. 

Nevertheless we are confident that – barring unforeseen  problems - we can have more results before the end of the year.

With best regards,

Sergio

WP4.2  SINGLE CELL CAVITIES STATUS

	#
	Arrival date
	Material
	Origin
	Comments
	Present location

	1
	22/06/07
	Cu
	Saclay
	I° coated  w. 1K system

HPR in Saclay : peeled
	Saclay

	2
	22/01/08
	Cu
	DESY
	Arrived under protected atmosphere but dented, deformed
	Roma2

	3
	06/02/08
	Nb
	Saclay
	I° coated  w. 1K system . HPR in Saclay : 2nd coated half-cell peeled
	Saclay

	4
	16/06/08
	Cu
	Saclay
	Arrived dented, deformed
	Roma2

	5
	23/06/08
	Cu
	DESY
	Two cells awaiting cleaning
	Roma2

	6
	16-18/07/09
	Cu
	CERN
	Arrived dented, cutoff slighty off-axis
	Roma2

	7
	01/09/08
	Cu
	CERN
	Arrived OK.

Cleaned in CERN end July(
	Roma2


Legenda:  SC: Single cell      1K: one cathode system     2K: two cathodes system   

Further comments:

· 1st week of July : a Cu cell (not listed above) gets damaged during cleaning in CERN.   SC # 6 is promptly prepared and cleaned in CERN and shipped. Arrived  July 16 because of customs problems, dented, cutoff slighty off-axis. 

On 28/07/08 it has been mounted anyway on 2K proptotype apparatus to test this new system. The system developed a leak (H2O), on the weld of a cooled diaphragm, after 27 min  deposition.

Is under repair, estimated resuming of operation : last week of Sept.

Cern will produce still another SC to be cleaned just before next coating test

end of Sept.

· Saclay is restructuring the lab and can no longer help. 

- We are in contact with JLAB to examine possibility of treating and measuring single cells there. 
